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Rule No.30 8th May 2015 
AMENDMENT TO THE RULES FOR THE SURVEY AND CONSTRUCTION OF STEEL 
SHIPS 

 
“Rules for the survey and construction of steel ships” has been partly amended as follows: 

 

Part K MATERIALS 

Chapter 8 ALUMINIUM ALLOYS 

8.1 Aluminium Alloy Plates and Extruded Shapes 

8.1.8 Corrosion Resistance Test 
 
Sub-paragraph -1 has been amended as follows. 
 
1 For aluminium alloys specified in Table K8.3(a) in the H111, H112, H116 and H321 tempers 
intended for use in marine hull construction or in marine applications where frequent direct contact 
with seawater is expected, corrosion resistance test is to be carried out. 

 

 

 

 

 

 

 

 
EFFECTIVE DATE AND APPLICATION 

 
1. The effective date of the amendments is 8 May 2015. 
2. Notwithstanding the amendments to the Rules, the current requirements may apply to 

materials other than those for which the application for survey is submitted to the Society 
on or after the effective date. 

 

 
 


